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Adsorbent

Clinoptilolite-rich zeolite samples from Bigadic-
Turkey were obtained from Dokuz Eylul University,
Faculty of Engineering Department of Geology in Izmir.
Chemical  composition  of  clinoptilolite!” s
Nag(AlO,)4(Si05)50)-24H,0 (Si/Al:5). The chemical
analysis of clinoptilolite-rich zeolite samples by X-ray
fluoresence technique (XRF) realized by Ata and
Girginl7 was shown in Table 1.

The sample was crushed in jaw and roll crushers and
homogenized. It was pulverized in a ball mill and sieved
through a —120 mesh screen. Clinoptilolite-rich zeolite
was used for the adsorption studies after treatment with
0.1M HCI at room temperature. The sample was filtered
and washed with distilled water to remove CI~ ions.
Filtered sample was dried overnight at 50 °C in a
laboratory oven.

Adsorption experiments

The adsorption of uranium on zeolite was studied by
a batch technique. A known weight of the zeolite was
equilibrated with definite volume of the uranium
solution of known concentration in a flask at a fixed
temperature in a thermostated shaker water bath for a
known period of time. After equilibration the suspension
was filtered. The equilibrium adsorption was calculated
from the residual concentration of the sorbate in
equilibrated solution. The uranium concentration in
solution was determined by DBM (dibenzoylmethane)
method!8 using Shimadzu 260 Model UV-Vis
spectrophotometer.

Adsorption of uranium on zeolite was determined in
terms of distribution coefficient, K, percentage
adsorption or amount sorbed per unit weight of the
sorbent, x/m. The distribution coefficient, K, is defined
as the concentration of a species sorbed per gram of the
sorbent divided by its concentration per ml in liquid
phase:

K;=C,y/C, (Vim) ml/g

where C,;, and C, are the masses of uranium sorbed and
in solution, respectively, m is the mass of the sorbent in
g, and V is the volume of the solution used for
equilibration in ml. The percentage adsorption of zeolite
was calculated from the initial (m;) and final (mf)
amount of uranium of the solutions:

Percentage adsorption (%) = mifmf/mi x 100

The results are the average of three independent
measurements and precision in most cases was *+5%.
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Determination of uranium uptake capacity of the zeolite

To determine uranium uptake capacity, about 0.1 g
zeolite sample (heated at 105 °C) was taken and placed
in a polypropylene bottle and then 25 ml of 0.01M
uranium solution prepared from UO,(NO5),-6H,O was
added to the sample. Bottle was shaken in a
thermostated bath shaker for 24 hours at 30 °C. The
solid and liquid phases were separated. The filtrate was
analyzed spectrophotometrically for uranium. Salicylic
acid method!® was used for the determination of
uranium uptake capacity of zeolite.!¥

Determination of cation exchange capacity (CEC) of
zeolite

The zeolite sample (0.1 g) and 50 ml of 0.1M HNO4
were shaken at 30 °C for 15 hours. 5 ml portion of
supernatant was titrated with 0.1M NaOH solution using
methyl orange indicator. Cation exchange capacity was
calculated as mmol H' per g zeolite.20

Leachability of uranium from calcined zeolite

In order to realize the ceramic solidification with
lower leachability, zeolite sorbed uranium was calcined
in the temperature range from 600 to 1100 °C in an
electric furnace for 1.5 hours. The leachability of
uranium from this calcined zeolite was investigated. The
leaching tests have been carried out at room temperature
for 24 hours using distilled water.

Result and discussion
Adsorption capacities of zeolite

The natural zeolite sample was prepared as granular,
powder and pelletized forms. The uranyl adsorption
capacities of granular (32-48 mesh) and powdered
(below 200 mesh) zeolite were found to be 0.214 and
0.300 mmol U022+/g, respectively. The pelletized form
of zeolite (11 mm &, 1.0 mm height) decomposed
during the contact with the solution. It was found that
the adsorption capacity of powdered zeolite was greater
than that of the granular form. Adsorption experiments

Table 1. Chemical analysis of Bigadic clinoptilolite!?

Metal oxides Chemical composition, %

SiO, 77.96
AlLO; 13.17
CaO 3.80
K0 220
MgO 1.53
F6203 1.06
Na,O 0.16
TiO, 0.08
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were carried out on powdered zeolite samples for further
studies. Cation exchange capacity was also found
1.70 mmol of H" per 1g of the natural zeolite.

Effect of pH

The most important parameter influencing the
adsorption is the pH of the adsorption medium. The
effect of adsorption of uranium (25 pg/ml) on zeolite
was studied by varying the pH of the uranium aqueous
solution—zeolite suspension from pH 2.0 to 9.0 at 30 °C
for 60 minutes. Maximum adsorption yields were
observed at pH 2.0 and 8.0.

The results obtained from previous study!® are
shown in Fig. 1. The percentage adsorption and K,
values for uranium adsorption decrease sharply when the
pH increases from 2.0 to 5.0. However, beyond pH 5 a
sudden increase in K ; and percentage adsorption occurs.
The high K, and percentage adsorption of uranium on
zeolite at lower pH is due to the fact that hydrolysis of
uranyl ion takes place as the pH varies from 1 to 4.
When pH increases around 4, precipitation starts due to
the formation of complexes in aqueous solution and
adsorption decreases. The oxides of aluminum, calcium,
magnesium, iron and silicon are present in varying
amounts in zeolite (Table 1). The hydroxylated surfaces
of oxides develop a charge on the surface in aqueous
solution through amphoteric dissociation. The surface
will be positively charged at lower pH. The competition
between metal and hydrogen ions for active sites is
further evident from Fig. 1. The system was attained an

equilibrium at pH 2.0. On the basis of these results, pH
2.0 was selected for uranium adsorption on zeolite.
These data suggest that the binding of metal ions
involves displacement of hydrogen ions from the active
sites. Hydrogen ions are diplaced by uranyl ions.?!

The positively charged U022+ ions exist at pH 2.0.
However, negatively charged complex hydrolyzed
uranium ions have been suggested to exist at pH 4.0.
Hydrolysis products are in simultanecous dynamic
equilibria. The uranium hydrolysis products distribution
curves available in literature suggest that for low total
U®" concentrations and for pH below 5.22

The percentage adsorption increases up to 92% at pH
8.0. Near pH 7.0, the uranyl ions forms stable complexes
with carbonate. In pH 7.0-10.0, the soluble carbonate
complexes of UO,2" are the predominant anion species:
U0,(CO3)5%>~ and UO,(CO;);4. These two complexes
exist in various ratios depending on the pH of the
water.23

Effect of uranium concentration

The adsorption of uranium on zeolite as a function of
the uranium concentration was studied at room
temperature by varying uranium concentration from 10
to 100 pg/ml, while keeping all other parameters
constant. The specific uranium uptake and the
corresponding equilibrium concentration of uranium was
investigated as a function of the initial uranium
concentration at pH 2 at room temperature for 60
minutes (Fig. 2).
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Fig. 1. Effect of pH on adsorption of uranium on zeolite
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Fig. 2. Equilibrium adsorption of uranium at different initial uranium concentrations
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Zeolite gave the best uranium adsorption with a K,
of 351 and uranium removal with 88% uptake at
25 pg/ml initial uranium concentration. Percentage
adsorption for uranium decreases with increasing bulk
metal concentration in aqueous solution. These results
indicate that energetically less favorable sites become
involved with increasing metal concentrations in the
aqueous solution. Uranium concentration of 25 pg/ml in
solution was selected for further studies.

Effect of contact time

The effect of contact time was studied at constant
concentration of uranium solution (25 pg/ml) and
solution—solid ratio (50 ml/g) at room temperature. The
results obtained from previous study!® are shown in Fig.
3. It is seen that there was only a small difference
between 120 minutes and 360 minutes which assumes
that the zeolite has reached equilibrium with the
solution. Maximum K; and U removal values were
observed at 60-minute contact time.

Effect of temperature

Effect of temperature was also studied for uranium in
the range of 10-80 °C. Room temperature was found to
be the most suitable for maximum uranium adsorption

on zeolite. The results obtained from previous study!®
are shown in Fig. 4, which illustrates the effect of
temperature for uranium uptake on zeolite at pH 2.0.
Adsorption of uranium exhibited higher uptake at 20 °C
as compared to that at 10 and 40 °C. Figure 4 also shows
that the distribution coefficient values decreased with
the increase of temperature. The results show that the
adsorption of uranium ions on zeolite is an exothermic
process.

Thermodynamic parameters

The values of AH° and AS® were calculated from the
slopes and intercepts of the linear variation of In K; with
the reciprocal of the temperature, 1/7T (Fig. 5), by using
the relation:24

InK ; = —(AH°/RT)+(AS°/R)
The thermodynamic values are given in Table 2. The

free energy of the specific adsorption, AG® is calculated
from:

AG° = AH°-TAS°

Both negative value of AH® and the increase in the
value of AG® with an increase in temperature show that
the reaction is more favorable at low temperature.
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Fig. 3. Effect of contact time on adsorption of uranium on zeolite
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Fig. 4. Effect of temperature on adsorption of uranium on zeolite
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Fig. 5. Plot of In K, versus 1/T for uranium adsorption on zeolite

Table 2. Thermodynamic parameters for uranium adsorption on zeolite

AH®, AS°, AG°,
kJ/mol J/mol kJ/mol
283 K 293 K 313K 333 K 353 K
-29.99 -57.62 —13.69 —13.11 —11.96 —10.81 —9.66

Adsorption isotherms

The adsorption isotherms for uranium adsorption on
zeolite were obtained at constant temperature at various
metal concentrations while keeping all parameters
constant. Several common adsorption models including
Langmuir, Freundlich and Dubinin-Radushkevich (D-R)
were considered to fit the data for adsorption of uranium
on zeolite. These isotherms which were originally
derived mainly for gas-solid systems have also been
used to represent the adsorption of solutes in liquid-solid
system.25 Among the models tested, Langmuir Model
was found to give a relatively better fit to the
experimental equilibrium data in a narrow range of
concentrations for uranium (from 25 to 100 pg/ml) (Fig.
6). Langmuir isotherm was tested in the following
linearized form for solid-liquid systems:

Cy=(1/a)+ (bla)C,

where C, is the concentration of solute in the liquid
phase at equilibrium (g/l), y is the amount of solute
sorbed per unit of sorbent (mg/g), b and a are the
Langmuir constant: b is represented as the ratio of
adsorption and desorption rate coefficients (1/g), and

a= b~Q0

where Q0 is the maximum adsorption capacity (mg/g).
At low concentrations the Langmuir equation reduces to
a linear relationship, while the maximum adsorption
capacity, 0V, is attained at concentrations corresponding
to monolayer coverage.

Maximum adsorption is observed when the sorbent
surface is covered with a monolayer of sorbate. The
Langmuir model is developed to represent
chemisorption on a set of well-defined localized
adsorption sites having same adsorption energies
independent of surface coverage and no interaction
between adsorbed molecules.2

MISAELIDES et al.26 have proved an inhomogeneous
depth distribution of sorbed metals on the mineral
surface and particularly an intense metal accumulation
in the near-surface layers of the material, which can be
attributed to an anomalous diffusion of metal cations
into the micropores due to ion-exchange reactions. This
phenomenon strongly depends on the size of the zeolite
crystals, the treatment time and the type of exchangable
cations. They have also showed that the surface
morphology and microtopography seem to play an
important role to the chemical processes taking place at
the zeolite surface.26

Fixation of uranium onto zeolite and leaching

The leachability of radionuclides from solidified
product is one of the most important parameters in the
safety assessment for the management of wastes because
the leaching of radionuclides from solid waste is the first
step of the nuclide migration with ground water in the
repository.10 Therefore, the leachability of uranium from
calcined zeolites was investigated.
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Fig. 6. Langmuir isotherm for uranium adsorption on zeolite

The variation of the leachability of uranium from
calcined product into distilled water was shown in Table
3. It was observed that the leachability of uranium over
800 °C was decreased with increasing calcination
temperature of zeolite. It can be seen that calcined
zeolite had low leachability at high temperatures. These
results are advantages of possible application for storage
of uranium in radioactive wastes.

Conclusions

In order to continue the study of the adsorption
processes of uranium on zeolite, this study indicates that
the removal of uranium from dilute aqueous solution
also depends on uranium concentration in addition to the
study!® of some adsorption parameters such as pH,
contact time and temperature using zeolite. Amounts of
removed uranium were changed in different forms of
sorbent. At the optimum conditions, zeolite exhibited
highest removal capacity (around 85%) for uranium
ions. The uptake and cation exchange capacities of
zeolite were determined and the effect of initial uranium
concentrations in solution was studied in detail.

The temperature variation has been used to evaluate
the values of AG°, AH° and AS°. Clinoptilolite
pretreated with HCI indicated that it can be used to
separate uranium ions from aqueous solution in given
conditions. The uptake equilibrium is best described by
Langmuir adsorption isotherm. Values of AG° and AH°
found show the spontancous and exothermic nature of
the process of uranium ions by natural zeolite. The great

Table 3. Variation of leachability of uranium into distilled water with
calcination temperature

Calcination temperature, Leachability of uranium,

°C %
600 1.13
800 1.66
1000 0.25
1100 0.26

Calcination time: 1.5 h, leaching time: 24 h.
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advantage of natural clinoptilolite-rich zeolite in
Bigadic-Turkey is economical and effective sorbent for
uranium. These results show that clinoptilolite-rich
zeolite can effectively be used for adsorption and
removal of uranium ions from dilute aqueous solution
and for storage of uranium in radioactive solutions after
a calcination process.

This work was financially supported by Ege University Research
Foundation under Contract No: 94 NBE 006.
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